
-LaUCD@
Test~ Laboratories, Inc.
940 South Hamey St., Seattle, WA 98108 (206) 767-5060 FAX 767-5063

Chemistry.M~ and Technical Services

CLIENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Raphael

REPORT ON: WATER

SAMPLE
IDENTIFICATION: Submitted 06/02/89 and identified as shown below:

1) 5-2-3200-M10235
2) 5-4-3200-M10235
3) 5-9-3200-M10235
4) 5-11-3200-M10235
5) 5-16-3200-M10235
6) 5-18-3200-M10235
7) 5-23-3200-M10235
8) '5-25-3200-M10235
9) 5-31-3200-M10235

TESTS PERFORMED
AND RESULTS:

Certificate

LABORATORY NO. 16848

DATE: June 9, 1989

POI M10235

parts per mil 1ion (mg/L)

_ 1_ _ 2_ _3_ _4_ _5_

Chromium 2.4 0.44 9.6 1.6 0.70
Copper 0.56 0.32 2.9 0.46 0.25
Nickel 2.2 0.42 8.8 1.5 0.45
Zinc 0.036 0.022 0.11 0.034 0.018

This report is submitted for the exclusive use of the person, partnership, or corporation to whom it is addressed. Swsequent use of the name of this company or any
member of its staff in connection with the edvertising or sale of any product or process will be granted only on contract. This company accepts no responsibility except
for the due performance of inspection andlor analysis in good faith and acc:onling to the rules of the trade and of science.
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··Laueks~
Test~Laboratories. Inc.
940 South Harney St., Seattle, WA 98108 (206) 767-5060 FAX 767-5063

Chemistry.~ am Technical Services

Alaskan Copper Works

parts per mill ion (mg/L)

_ 6_ _ 7_ _8_ _9_

Chromium 0.72 1.8 0.30 0.60
Copper 0.30 0.94 0.17 0.36
Nickel 1.2 3.7 0.30 0.54
Zinc 0.028 0.080 0.012 0.028

Respectfully submitted,

Certificate

PAGE NO. 2

LABORATORY NO. 16848

La~s Testing Laboratories,

1/" m. (Q.--:J

J. M. Owens

JMO:emt

Inc.

This report is submitted lor the excluSive use 01 the person, partnership, or corporation 10 whom it is addressed. S<l>sequenl use 01 the name of this company or any
member of ilS stan In connaetiOn w~h the advertising or sale of any product or process will be granted only on conlraet. This company accepts no responsibility except
for lhe due performance 0' inspectiOn and/or analysis in good faith and aecoming to the rules 0' the trade and of science.

AKC-0014999
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940 South Harney St., Seattle, WA 98108 (206) 767-5060 FAX 767-5063

Chemistry. MicrobioIoqy. and Technical Services

APPENDIX

Matrix Spike/Matrix Spike Duplicate Report

Inorganics/Metals Analyses

Certificate

parts per million (mg/L) ID9.Lb
OC Limits

Spike Sample MS % MSD %
Sample Analvte Added Result Result Rec Result Rec RPD RPD REC

1 Chromium 0.05 2.4 2.4 100. 2.5 200.* 50.* 0-6 67-127
1 Zinc 0.10 0.036 0.11 70. 0.10 66. 6. 0-6 64-127
1 Copper 0.10 0.56 0.54 * 0.50 * 8.* 0-7 65-122
1 Nickel 0.1 2.2 2.3 100. 2.3 100. o. 0-5 66-125

MS = Matrix Spike
MSD Matrix Spike Duplicate

Rec = Recovery
RPD = Relative Percent Difference

*Samples are spiked prior to preparation and analysis at a level deemed to
be generally appropriate to the average sample processed in the laboratory.
In this case 9 the level of analy~e already present in the sample was large
enough to make an accurate determination of spike recovery impossible.

This repan is subrritted for the exclusive use of the person, pannership, or corporation to whom it is addressed. Subsequent use of the name 01 this company or any
member of its stall in connection with the adv&nising or sale of any product a process will be granted only on contract. This company accepts no responsibility except
for the due performance of inSP8clion and/or analysis in good faith and according to the rules of the trade and 01 saence.
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